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(types I and II above) suggest (dotted lines in Fig. 1)
that as Mn is added to CdTe the band gap will decrease
(with a possible bowing), approaching the smaller
value of MnTe, and the Mn —Te bond length will

either increase slightly, 2 or stay nearly constant2 around
its value of 2.92 A in MnTe. Experimental
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